NAVSHI PREPFAC YOKOSUKA
LOCAL STANDARD | TEM

FY- 00
| TEM NO 099- 68YO
DATE: 01 JUL 1999
CATEGORY: I

1. SCOPE:

1.1 Title: Bolted Bonnet Valve; repair (in-line)

2. REFERENCES:

a. NAVSHI PREPFAC Yokosuka Local Standard |tens

b. T9074- AS-d B- 010/ 271, Requirenents for Nondestructive
Testi ng Met hods

C. S9253- AD- MMM 010, Vol une 1, Mhai nt enance Manual for
Val ves, Traps, and Oifices (Non-Nuclear), User's Cuide
and CGeneral Information

3. REQUI REMENTS:

3.1 Matchmark val ve parts.
(V) "INSPECT PARTS FOR DEFECTS"

3.2 Disassenble, clean free of foreign matter (including
pai nt), and inspect parts for defects.

(I') "LIQU D PENETRANT | NSPECT" (See 4. 3)

3.2.1 Acconplish liquid penetrant inspection of seats
(i ncluding back seat), discs or gate in accordance with 2.b.

3.2.1.1 Acceptance criteria shall be in
accordance with Section 7 of 2.c, except hairline cracks in hard-
faced areas of seats and discs or gate are acceptabl e provided the
val ve does not show evi dence of | eakage.

3.3 Repair valve as foll ows:
3.3.1 Straighten stemto within 0.002 inch tota
i ndi cator reading. Polish stemto a 32 Root-Man- Square (RV5)
finish in way of packing surface and renove rai sed edges and
foreign matter.

3.3.2 Chase and tap exposed threaded areas.

3.3.3 dean and spot-in bonnet to body gasket mating
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sur f aces.

3.3.4 Machine, grind, or lap and spot-in gate or discs
to seats (including back seat) to obtain a 360-degree conti nuous
cont act .

(V) (G "INSPECT CONTACT"

3.3.4.1 Inspect contact using blueing nethod.

(1)(G "VER FY LEVEL | PARTS' (See 4.4)

3.4 Assenble valve, installing new gaskets in accordance
wi th the manufacturer's specifications, and new fasteners in
accordance with Table One, or Table 2 for DDG 51 cl ass.

3.4.1 Install new val ve stem packing conformng to
M L- P- 24503 and M L-P-24583 in accordance with Chapter 6 of 2.c.

3.4.1.1 Valve stemcl earances that are not
within the prescribed tolerances of Table 6-7 of 2.c shall be
packed with val ve stem packing conformng to ML-P-17303, Cass 11,
Type E, Synbol 1111 for tenperatures greater than 500 degrees
Fahrenheit and with val ve stem packing conform ng to M L-P-24377
for tenperatures 500 degrees Fahrenheit or |ess.

3.4.2 Pack val ves of systens other than feedwater and
condensate with val ve packing conform ng to ML-P-24396, Type B.

3.5 Acconplish the requirenment of 099-28YO of 2.a for neta
spray al unmi num coat i ng.

4. NOTES:

4.1 Operational test of valve will be specified in the
i nvoki ng Work Item

4.2 Repair of valve operating gear will be specified in the
i nvoki ng Work Item

4.3 Docunentation on the QA formis not required.

4.4 The paragraph referencing this note is considered an
(1)(©Q if the valve is Level | and QA Form 2, NON NUCLEAR NMATERI AL
| DY CONTROL TAGis required. QA Formfor objective quality evidence

(OCQE) is not required.
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TABLE ONE

VALVE BODY MATERI AL

1/ 2/
Al |l oy Steel Car bon Steel | Nonferrous
3/
Studs and | Grade B-16 Grade B-16 Phosphor Bronze - Any
Bolts to G ade Silicon Bronze -
M L-S-1222 Any Grade Nickel Copper
- Class A
4/
Nuts to G ade 4 or 7 | Gade 4 or 7 | Phosphor Bronze - Any
M L-S-1222 Grade Silicon Bronze -
Any Grade N ckel Copper
- Class A or Class B
5/
Socket FF- S- 86 FF- S- 86
Head Cap
Scr ews

1/ Al oy steel

per cent
per cent

is of Conposition A -
Mol ybdenum Conposition B -
Mol ybdenum and Conposition C -

2/ Nonferrous Alloy except A um num

3/ Studs shal
on the stud end,

be Cass 2 or
except that

3 fit

2-1/4 percent Chrom um one
1-1/4 percent Chromum 1/2

Car bon Mol ybdenum

on the nut end and Class 5 fit
a Cass 3 fit with a thread | ocking

conpound nmay be used where tenperatures do not exceed 250
degrees Fahrenheit.

to ML-S-22473.

wi th DOD- STD-1371.

4/ Fasteners of Ni ckel

5/ Nuts of Nickel
or Ni ckel
only type used on sea chests and hul

Copper Al um num conform ng to QQ N 286 shal

The thread | ocki ng conpound shal |
| nspect

Copper
used on sea chests and hul

conform

Class 3 fit stud ends in accordance

val ves.
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Al um num Al | oy shal

Copper Alloy conformng to Q@ N-281 Class A or

be t he
val ves.
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TABLE 2
VALVE BODY MATERI AL

1/ 2/
Al l oy Steel/ Carbon Steel Nonf er r ous
3/ 5/ 4/ 5/
St uds and For services up to and incl uding Phosphor
Bolts to 650 degrees Fahrenheit; G ade 5 Bronze - Any
M L-S-1222 st eel G ade
For services to 775 degrees Silicon Bronze
Fahrenheit; Grade B7 or B-16 - Any G ade
For services to 1,000 degrees Ni ckel Copper
Fahrenheit; G ade B-16 - Uass A
For services in which JP-5,
[ ubricating oil, or inflammable

gas or liquid of any kind,
regardl ess of pressure and
tenperature, which are within 3
feet of hot surfaces (above 650
degrees F) and where steel tubing
is required; Grade 2, 5 of 8 steel

Bol ting subject to sea water
corrosion (other than hul
integrity bolting; for hul
integrity bolting see Note 4)
Connections in contact with bil ge
regions. Wiere strength requires
ferrous bolting and is exposed to
t he weat her; C ass A Nickel -
Copper alloy to QQ N 281 or silicon
bronze to ASTM B98 wi t h di nensi ons
of ML-S-1222. \Were greater
strength is required, use N ckel -
Copper - Alum num al |l oy QQ N 286.
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TABLE 2 ( CONT)

5/
Nuts to ML- | For services up to and including Phosphor
S-1222 650 degrees Fahrenheit; G ade 5 Bronze - Any
st eel G ade
For service to 775 degrees Silicon Bronze
Fahrenheit; G ade 2H or 4 steel - Any G ade
For services to 1,000 degrees Ni ckel Copper
Fahrenheit; G ade 4 steel - Cass A or

Class B
4/ 5/

For services in which JP-5,
lubricating oil, or inflammble
gas or liquid of any kind,
regardl ess of pressure and
tenperature which are within 3 feet
of hot surfaces (above 650 degrees
F) and where steel tubing is
required; Grade 5 or 8 steel

Nut s subject to seawater corrosion
Connections in the bilge regions.
Where strength requires ferrous
material and is exposed to the
weat her; C ass A or B Nickel Copper
Alloy to QO N-281 or Silicon Bronzg
to ASTM B98 with di nensions to M L-
S-1222

NOTES

1/ Alloy steel is of Conposition A - 2-1/4 percent Chrom um one

2/
3/

4/

5/

percent Ml ybdenum Conposition B 1-1/4 percent Chromum 1/2
percent Ml ybdenum and Conposition C - Carbon Ml ybdenum

Nonferrous All oy except Al um num

Studs shall be Cass 2 or 3 fit on the nut end and class 5 fit
on the stud end, except that a Class 3 fit with a thread | ocking
conpound nay be used where tenperatures do not exceed 200
degrees fahrenheit. The thread | ocking conpound shall be in
accordance with ML-S22473. Inspect Cass 3 fit stud ends in
accordance with DOD STD- 1371

Fast eners of nickel copper alloy shall be the only type used on
sea chests and hull val ves.

Where these materials would constitute part of a gal vanic
coupl e, proposals for alternate materials shall be submitted for
approval .

5 of 5 | TEM NO.  099- 68YO
~—FY-00



